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SAMPLE DESCRIPTION :

SANMPLE DATE. 18/03/2009

COMPANY

VEHIGLE NO:

ENGINE NO: 8MITSUBISHI
HE6 HOURS

DL SPEC: TOTAL SAE-40

| TEST METHOD UNIT SPECIFICATION RESULT
IHI['I':‘:“EEHL Viscosity @ 40°0C ASTM D44 5-06 5t Repor 1174
iHine'”lz-lliL; Viscosity @ 100°C ABTM D445-08 aas] Fiepor 1310
|Viscosity Index ASTM D2270-04 Reper 106
|Sont Video Photomater % Repor 0.4
|Dispersancy Video Protomeater Report a5
|Fiash Faint at 180 Deg G Setaflash c Report Pass
[Water Content Crackle Test Wal Y Repor <i0.05
E‘~"'-'EHITEF'_['ED-"1EHE Kiari Fischier | wtws Reporl

Base Number ASTM D2896-07a KO Report 9 G4
;S_m-:—: o Analysts ASTM O5185-05{MOCD)

[lecin ASTM D5185-05(MOD) mg / kg Reparl H
ih[:l'lr-.'mrnn-.m ASTM DETRS-05{MOD) m /Ko Repoarl =1
IMotybdenum ASTM D5185-05(MOD) | mg / kg Heporl 12
i['J:.wp.'mr ASTM D8185-05(MO0) mg ! kg Repor 1
L ASTM D5185:05MOD) | ma/ kg Repar 1
Silver ASTM D5185-05(MOD)} | g/ kg Reporl <1
[Tin ASTM DE1E5-05{MOD) mg / kg Raport <

[ Aduminium ASTM DE185-05{MOD) I"‘"G_ I:C_| Repart 2
|Mickel ASTH DE18505(MOD) ma / ka Hepart <1
|Vanadm ASTM DE18L-05{MOD) .mg ! ki Hepor <1
[Silican ASTM D5185-05(MOD) | mg/ kg Repart 6
|Baran ASTM D5185-05({MOD) mig / kg Report <9
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LNIT EPECIFICATJDN- RESULT

[Sodium ASTM D5185-05{MODY e Heport 252
Magriesium ASTM DE18S-05{MOD meg &g Renort 11
Fhasphorus ASTM DE185-05{ M3 ma (kg Fenort 813
Zine ASTM DE185-05{MO) mi o kg Repart 1134
Sarium ASTM DETEE-05{MOD) mg kg Fepaort <
Calcium AGTM DE185-05MO mg (kg Report 3335
REMARKS : Normal, no-action required. il s it for further used. Resample for tasting at normal intervals
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